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SECTION 502 SUPERPAVE ASPHALTIC CONCRETE MIXTURES (Contd)

REF. SAMPLED IR, MIN, CERT. SmMaALL TYPICAL
MMATERLAL PURP. BY QUANTITY HAMDLIMG REMARKS
FREC, TIME
TESTED METHGD CONTAIMER DISTR QUANTITY
BY ; _-i
ASPHALTIC dob Pk 502,03(b) Dasign e Wmie | 00 deei . e =mnan Contractor shall submit 1o
CONCRETE Formula (UMF) | Contractor type/ the Dist. Lab Engr. the
{Flart) plant propased job mix formula
with supporting design
cata, Approval is regquired
prior to starting work:
H502.03(c) Varlfication Contractor WIMF ———— e ——— | mmeas *6 samplas on 1" day's
Contractor Er Proj. production or max, 2000
& Proj Engr. tong for validation
Engr
Loose Mixture 60212 Ciualley Contractor | 2/sublot suitable ————— asans - Linaged samplas.
{Maximum Contracter | Control 8203 sampling
Spacific Bucket I
Gravity)
BO2. 12k Accept, Proj. Engr 1isublot suftable. | e | esee | iees —enee
Praj. Engr, 5203 sampling
buckaot
BO2.12 Varif FProj. Engr, /Lot suitable e I e et
Dist. Lab 5203 sampling
bkt
802,12 [P Dist, Lak SEE INDEPEMDENT ASSURAMCE PROGRAM 5 701.
Dist. Lab 5203
"Sample only If coating is
Looso Mixtura BO3.02(m) | Mix Contractor | 1/JRF" Tgal | e Hesoe e quastionabla. I
(Aaphalt Contractor | Daslgn/ 5203 Friction top can
Coating) Ciiiality
Control
BOA.02{m) | Accept Proj. Engr. 1/ IMF 1 gal ————— e e 1 day "Sample only if coating is
Froj. Engr. 5203 Friction top can questionable.
Laosa hixtura 50z.12 Quality Contractor 1faublot” Suitablo - - —n Used for PWL calculations
[Gradation, % Contractar | Control 5203 & sampling
AL and % 5 B80S bucket
Crushied)
501,12(b} Varif. Proj. Engr, 1/t 1 gal Friction et I 3 days Sample independently,
Dist. Lab 5203 top can must be within the
1elerance of validated JMF,
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SECTION 602 SUPERPAVE ASPHALTIC CONCRETE MIXTURES (Cont'd)

—— ————— —
REFEREMCE SAMPLED MM, MM CERT. Shall TYPICAL
MATERIAL PURP. BY QUANT, HANDLING REMARKS |1
FRECL. TIME
TESTED BY METHOD COMTAINER DISTR. QUANTITY
ASPHALTIC Loose Mixtura BO2 12({a) Mz Contractor 1ot 1 gal =il LA AR LET-
COMNCRETE {hAcisture B03.09 Design/ 5203 Friction tap
{Flant) Content) Carntractor Ousality can
(Cont'd) Control
BO3.09 Accapt, Froj. Engr, 1/clay 1 gal — e 1 doy st
Froj. Engr. 203 Friction top
cin |
Loose Mixtoara BO3,02n) Accept Proj. Engr. 1iptant® 1 gal s manna 14 days Plant Cartification,
(Abson Mat. Lals £203 Friction top *Additional samples will ba
Recovery) can taken if plant process is
guastionable.
Loose 503,08 Cluality Contractor 2isublot —-e- ———— I "Temperature of mixtura at
Ptistiaro® Contractar Cantral S 806 dischargo chute,
{Temperatura)
B03.08 Accept. Praj). Engr. Naublot | e . —— 1 clivy "Temperature of mixturein
Proj. Engr S 806 truck ot plant.
Dansity 502,12{k) Accopt. Praj, Engr. Asublotf 4 ar Bin. itz - 1 day ¥ Sea OA manual far shipmeant
Praj. Engr 5203 & mix use/ dinmeter of cores,
5 806 project® cora
B02.12(b} Verlf. Proj. Engr. Tisublay 4 or 8 in e I 5 days Five are solected at randam for
Dist, Lok 5203 & prioect diameter verificaticn tasting.
5 808 core
It
502.12(h) A Dist. Lal SEE INDEFPEMDENT ASSURAMCE PROGRAM 5 701. "
Dist. Lab 5203

——y
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SECTION 502 SUPERPAVE ASPHALTIC CONCRETE MIXTURES {Cont'd)

: REF. SAMPLED AN, MIMN, QUANT. CERT. Shiall TYPICAL
MATERIAL PURP. BY HAMDLING REMARKS
FRECL TIME
TEgIED METHOD COMNTAINER DISTR. QUANTITY
AEPHALT'C Longitudinal BO2.10 Quality Contractar Each ot} Entlra length® i s ————- *Both whaalpaths for
COMCHETE | Surface Contractar | Contral TH @1 project intarstate B new muoltilifi
{In-Flace) Talarance 5 B06 construction, Insida
wheelpath for all othor
construction,
Cantractor must furmish
an approved 26 f
profilograph, or approved
altarnate, Applies to
readveny and airport WC
& BC.
502,10 Ciuality Contractor Bfgublat!: |00 e | e - ——— Applies to WC on
Contractor | Contral 5 BDE project shoulders |, turnouts,
crossoviers; and roadway
saction less than 100 ft,
Use an app. 10 ft metal
static straighiedgo.
502,12 Aocept, Dist, Lab or [ Each lot Entira length® |  -—---- 2 days "Bath wheelpatha for I
Dist. Lab Frof. Engr. poving strip interstate & newy multilife
or TR 841 construction. Inside
Praj. Engr. 5 805 whaalpath for all other
canstruction,
Applies to finel roadway
or alrport wearing course
surtace.
BO2. 12 Accopt. Froj. Engr. 11300 i Entire langth L [ 1 day Applies to final wearing
Fraj. Engr. 5 e0s on shouldars. Cont,
shall furnish an app. 10
ft metal atatic
straightadge.
Loose Mixiurn® 602.07 Accapt, Froj. Engr. 2isublot dumas - | o 1 day *‘Termperaturs of mixture
[Temperature) Praj. Engr, 5 BOB I paver hopper.
Transverse BO2.10 Cluality Contractor A Fei — | e e *As neaded to cantrol ||
Surlace Contractor | Control 5 605 projact within spes,
Tolerance, requlraments.
Crosa Slope and
Hrade 0210 Accept, Proj. Engr. = e TR (— sy 1 day *Test at selected "
FProj. Engr. 5 BOS locations for
conformanca to spacs,
TinnKrmsa & EJIJZ.H Accept, Dist. Lak e (— 300 fin ft 3 days Applies to mixiures
Width Diist, Laks TR &802 L per spocified for payment an
lacation a cubic yard or square
wvard basis,
*See DOTD TH 802
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SECTION 602 SUPERPAVE ASPHALTIC CONCRETE MIXTURES (Contd)

.

RATERIAL

AEF.

PURP,

TESTED BY

SAMPLED
BY

METHOD

mIN,
FREQ.

MIM,
QUANT,

CERT.

'CG_N TAINER

DISTH.

SMALL

QUANTITY

TYPICAL
HANDLING
TIME

REMARKS

ASPHALTIC
MATERIAL

Arphall
Cemant

1002 .01
Mat. Lab

Pralim;
Sourco

Approval

Rafinary
520

1aupplier
tnnk

1 gt Friction
top can

6 days

{OIPL 41) Hon Salf Cartified
RMust have tank approvecd
By mat. Lab prior 1o
shipplng whenewvar asphalt
camant is added or
modifiad. DOTD resulls
usad for approval,

1002.01
Refinony

Pralim.
Sourco
Approval

Relinery
5201

Vauppllar
tank

1 gt Frictian
top can

2 lwra
during
wearking
hours

{QFL 41} Saif Certified
Suppliar, shall sample and
test aach tank in
accordonce with guality
control plan whenawver
asphall comont s added o
modified and supply CA 1o
hat. Lab along with 1 ot
samplo for verification
testing, Supplier results
used for npproval,

1002.01
Proj. Engr.

Accopt,

co
850

5 daya

(QPL4a1)
1 CO to accompany each
ransport.

1002.01
Dist. Lab

Varif,

Frej. Engr.
520

plant
warking
tank/day of
produciion

1 qt friction
lop cans

B days

{CPL 1)

Test ariginal binder DSRA,
including phase angle, If
sample does not maet
critaria, 1the plant will ba
investagatod and the Dist,
Lab will notify the Proj.
Engr., the HMA Producer,
and the Mat, Lab,
Aotational viscosity to be
testod 1hworking tonkhweek
far information. & record aof
resulls will be kept on file,

100207
| Mat Lab

Verif.

Proj. Enqr.
S 20

1haarking
tank

1 gt Frictlon
lop can

10 davys

Sample aftar 72 hour shut
donvn poriod.

100201
Mat. Lab

Varif,

Praj. Engr.
5201

1 transport/
projectiogra
da

1 gt Friction
o can

10 daysa

(QPL 41)

Send directly to Materlals
Lab for comparisan ta
rafinary sompla,

Curing
MMambronn

SEE SECTION BOS OF THIS MANUAL,

Frime Coal

SEE SECTION 606 OF THIS hMAMUAL,

Tack Coat

SEE SECTION 604 OF THIS MANUAL.




